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South East Elevation – Section 3 (right)
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South East Elevation – Section 4
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Defective panels and weathering above bay window on North East Elevation.
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Typical warped brace and disturbed render.
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Typical window cill patch repair in poor condition allowing ingress of water to lower framing lines.
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Back fall showing on a sill repair which diverts water back to the defective glazing lines. 

Results Analysis

All probe results are saved on a compact disk forwarded with and constituting a part of this report. Files are stored in Excel format and indicate decay or deterioration through each section probe area, cross referenced to the site elevation sketches.

The left hand side of the graphs is the external face of the timbers.

North East Elevation

Apart from isolated areas of decay there is a concentration of deterioration around the right hand intersection of the main and lower
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